
Clear-Normal Operation.
Clear/Green-Normal Operation, Dye Present.

Warrantable

Non-Warrantable

Amber-Contaminated & acidic. Contains copper ions 
from coils in evaporator & condenser.
Black-Contaminated, oil has turned black due to 
presence of carbon sediment caused by severely 
acidic system & extreme high temperature.
Yellow-Moisture present in system.
Gray-failed component suspended in compressor oil.
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